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303.2 - Artificial Flaw for Eddy Current NDE 

RM 8458 provides a flaw of known size and geometry that closely resembles an actual fatigue crack. It is intended to produce a response suitable for calibrating
eddy current nondestructive evaluation (NDE) systems. The flaw size is 3.0 mm ´ 0.1 mm long by 1.0 mm deep in a 7 cm ´ 7 cm ´ 2 cm block of 7075-T651
aluminum alloy, heat treated to the T6 temper.

PLEASE NOTE: The tables are presented to facilitate comparisons among a family of materials to help customers select the best SRM for their needs. For specific
values and uncertainties, the certificate is the only official source.


